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Abstract- In this paper, a fiber optic surface plasmon resonance biosensor with hybrid layers of graphene 

and titanium dioxide is proposed to increase efficiency. The normalized transmission power and resonance 

wavelength have been calculated by the transfer matrix method. With increasing the refractive index of the 

sensing medium, the resonance wavelengths are shifted to the larger wavelengths. The rate of the increase 

in resonance wavelength increases with the increasing refractive index of the sensing medium. Therefore, 

in the range of larger refractive index of the sensing medium, greater sensitivity is obtained. The results 

show that the sensitivity of the biosensor increases with the use of the titanium dioxide thin layer. By adding 

a 5 nm thick layer of titanium dioxide before the graphene layer, the sensitivity of the biosensor was 

increased from 2350 nm/RIU to 2600 nm/RIU. 
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34.15 0.34 2800 1.35 1.34 
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