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Characterization of Nonlinear Optical Properties of Polyurethane/Silica
Nanocomposites by Z-Scan Method

Marzieh Nadafan', Rasoul Malekfar **, Ali Izadi-Darbandi * and Zahra Dehghanil
'Departmen of Physics, Tarbiat Modares University, Tehran, I.R. Iran

Department of agronomy and plant breeding sciences, college of Aburaihan, university of Tehran, Tehran, I.R.
Iran

Abstract- In this research PUOC/SiO, nanocomposites containing 1 and 2 wt% Sio, have been prepared. Nonlinear optical
coefficient of samples such as nonlinear refractive index and nonlinear absorption coefficient were obtained by z scan
technique. These features were calculated in order to 10 (cm?W) and 10™(cm/W), respectively.
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A


http://www.opsi.ir/article-1-40-fa.html

[ Downloaded from www.opsi.ir on 2025-11-17 ]

2093 Vere 593 b Jebe ol 4 ) Slblwsnl 5>
VY 5lam 0ad o0 00958 adli & JI T o 4 addo
Sllwsginl & JH Gl S 005 (o0 JulS 25T 4l
Voo oV cdale b Joloe G ol S a4 S
A5 050 sl Aiged 5 aeleyd Jite o9 N g N Lawsgs
205 (oo A

Sy g b Y

Wy a0, (225 gledezr 90 Jold Sl 7 )
(open aperture) ;L 4>, 4 (closed aperture)
Ny ot e CanSll oo 05,08 o 4y a5 wll o
Otz lp S (e 1) P oz i i oS
abl; bawgs ond jlrigy 65 b 5l way e

il (oo Sty
oz 27

AT, , =0.406(1-S) [7jn2|(,|_eff 6
e Some Hlages ald g 0)s G alols AT, oS
Wood Jgo Jsb o Ly eazm)s b gl S owead
(SPE ahd o 8 g0y ol :Zpin/(”woz)
3 63959 OlF Po s S9es 0950 J3d SR oS @
9 s zoo Jsb b NAYAG 50 (aalosl ol 5o
el o ooliiul Slagil OYY pgs Simlen Luils
alold L els Dygle jo 7 jgmme sliwly jo wigad
oz FZ o) WS (oo S5 e (Gl B (SelS
S oy gype oad [flcwl jid e el
Jslme lon S 550 aiged 355 (oo K31 35305558
& KB, yewdeo V Cwlo b e S0 (Yee o))

ojw
il oo Coway 5 abal 5 Ly iged Fge Jsbo
Ly =(1-¢7)/a 2

& Soxd omb sl Glg 0 diges et Ll a S

5l o le 9wl

a=-1in [EJ ®

O3 g diged b el oy (295 Bl Po g P oS
ok <INV Ll o J‘*-.‘.L"}] )0 ol (oo diges
P S5 amao (g edile VY. alold (o a0

Lo dzm )0 odd gy Joue VS ol a8 8

Yy

et g oSl AVAY oo Ve LA

doddio —)

Sl ey o ol sl W Bl sl ans o
ouds plowl ol 4 sz (a5l dlge (3938 5 (el
6[& oS Sgdoe c\.Lo_‘> )‘ ‘S'LQ.))J)IS o L el
T 51 (SaisiSsss 5 Seigisdsnl Slpol (el
2 b e Sl Syl o [¥1fogs soliial
Bxd Fenly Lol a3 LINDO; dlox 5l Suss lge
I Sy e 4 IS 4 e o]
Sloxe 4 JT olge VAA ans yo oSl b [v vlas s
ol Leloas Sy b e Sl ae) )0 0%g 00l
ol 50 aS W jgl Cands 1) 393 ol ey s Olge
YL alw] old 4 an bos el el .
2 Shee S Ll sle (Shy S0 5 o) we
3 3lge ol sl sledle jalolacsls slge cpl 3,me
(55 S ouuS piiie « SigSlgnl g Sl Ol
[l oo

ol Jlo e 50 g ool Ly S04, Z-SCaN iy,
£5|a.>)..c S wfos uA} wj..o LS)"‘f e)LM‘ 6‘)4
S VA e o plas e 5 ol et 558 .ol
a5 O)ge @ B Ghe) (rl -80S (B |y b,
Solo ol pad adndy o 5 285 )18 ol Siegs,
= M L)"‘ 3o o Q] C;LQ ool ).»..M.DJ 9 ws)
P S G e e ART-U INE TS L I RS
Sgs oolaiwl Wlew U5 b slo o jsmelSgil

s gail,d Y

Sgo —V-Y

3 eads gyl xegil Y10 o5lasl b IS ew @l,3450
Juis 60 S5 0] US Research Nanomaterial .S,
Ah Ty glemy JB> L Sllewgpl oo e
oly eS| &858 51 as VY glemY &> L N L

!l 00 as

b o jgrelS il jow -V-Y
dlize slaas,s ol slo ol as sl
cos b s 4y o cmlie polie KL
2o Ve Ll Ve Gow ay (SO sl ool 0500
s 2] sy Red Jgloe B 09l o adla] aids


http://www.opsi.ir/article-1-40-fa.html

[ Downloaded from www.opsi.ir on 2025-11-17 ]

Olnl SS398 (559L8 g (swdkiges il JiST i ol pods 4y 4yl ] Sesgigd 9 Syl il ST petacs

BloL.
qO(Z!t): Ozﬂ
1+Z/2
Z0
K=27/4 5 5 Bln Jsb Zo=Ke§ /21 » &5

QO S 5 a0 05l 5 IS v Cnl e Slop
sl JSB)A8L oo o li5e (220) L i o

®)

Sl oal 00,01 NV Jgo jo Lo diges PR €
i il b sgd o blatol ¥ S8 1 a5 sluilan
cape lade b Joke (e b e Bekew o35t
i i 85 Jl 3w e RS e e
e i s o Gl g

il 0107 (CM/W) a5 e 5l o iges

1018 v v —
—8—PUOC/2WL.% SIO

1016 A\‘ —8—PUOC/1Wt.% SiO_ 4
8 \ ~—dbe— blank PUOC
5 1014} \
‘g 1012} \
|
g 1o10] N
E "\
B 1o0sf % \
S N
S 1006} \
E »
2 1004}

1002} \ \.\

Ay
..y l"’
1.000 ap
20 25 30 3

Sl Cosnalial b azm,e (SWlZ o Glo g Y JSS
Sk 36590 b

S5 ams ¥

Lok oy b oo ok o500 b el
el Z ikl covi Lo diges plod 000 ,5 ol )3 o0 S
oz 5l gl o e Sl colps g w85 18
Lgad P i o 5 h s CuSl Gyl

0,0 S5 aS Ll lams oo oylid 1y Ll 090 sl diges
leblgdouylw@&w(ﬁl)ad}lw
il gl S anS o e o oS
Sglfogs Sl as wil oo e PUOC/SIO; slo
\ alal, 5l eolatwl b .asls 50 |, (SELF-FOCUSING)
Wl (o Sy b diged o jid CaSh ypo e
o 0ol a5 jshiles .ol sais 00,5l V Jgax j0 a5
Sk dsbe 0b)s b & Wekew ly350 o938 b 095
o A b wges b eSS ays
Iy b diges aspd cools Ko ol)dab ol plo
S b wiges sl CenSE S ins (oo IS

il 50107 (em® W) sy

s,
101f "4{:2 H
¥
8  1o0o|ammnak péag, J
S bl TP
g 099}
§ "
= 098} \\.
2 on| L
E oo
£ —8— PUOC/2WL% SIO_
Z 096L —@—PUOC/Iwi% SO,
~—d— blank PUOC \‘A/
095
[\ 10 20 30 40
Z(mm)

Gl CojeelS gl aty azy yo (SWIZ o8 sl g ) IS
Sk 52 b

(b e Ol oy b oas e o 3 eolazwl b
Wl i Jols laanl b olp il (o cowns B

Sl loges 53,8 53l b B lade [VAlasl 8 <0

Al oo Cewsy iy Lalgy b b asm o

5 10° (sz/W) e 5l e aS ael caons s T (2)= In(1+q,(z,t)) 4)
5395107 (cmyW ) o 0 (z.1)
Sample
P LW/em)  a(em?) Ly (mm) AT nEmW)  AlemW) Ry (mw)

PUOC 249.37 1.04 0.95 5.97x107 5.7x10° 6.2x10 55

PUOC/1% SiO, 249.37 2.08 0.9 4.62x107 4.7x10°° 45x10™ 55

PUOC/2% SiO, 249.37 6.72 0.73 3.42x10 4.3x10°° 3.8x10* 55
bt Sl olain Sp e Ve
PUOCI/SIO; sla o 9.l 5L

Yy


http://www.opsi.ir/article-1-40-fa.html

[ Downloaded from www.opsi.ir on 2025-11-17 ]

vf

et o oBSls AVAY oo Ve LA

G Jske (b)s (b 09,0 Koo Dly356 ali8l L
cd lade Jg wdl alS g0 o4 N, polis
Jelge ol las oS el jiolidl o de diged o
1 5o o e a3l Lo iy (9 e

[1]
[2

31

(4]

[5]

(6]

[71

(8]

.\)5_}

&l

Boyd R.W., Nonlinear Optics, Academic Press, 2003.
Zyss (Ed.) J., Molecular Nonlinear Optics: Materials,
Physics and Devices, Academic Press, 1994.

Saleh B.E.A., Teich M.C., Fundamentals of Photonics,
Wiley, 1991.

Wang J., Fan Y.X., Chen J., Gu B., Wang H.T., Nonlinear
properties  of  polyurethane-urea/multi-wall  carbon
nanotube composite films, Opt. Laser Technol. 42 (2010)
956-959.

Kariduraganavar M.Y., Tambe S.M., Tasaganva R.G.,
Kittur A.A., Kulkarni S.S., Inamdar S.R., Studies on
nonlinear optical polyurethanes containing heterocyclic
chromophores, J. Mol. Struct. 987 (2011)158-165.
Maranski K., Kucharski S., Ortyl E., Nunzi J.M., Ahmadi-
Kandjani S., Dabos-Seignon S., Chan S.W., Barille R.,
Second harmonic generation and photochromic grating in
polyurethane  films  containing  diazo  isoxazole
chromophore, Opt. Mater. 30 (2008)1832-1839.

Sun L., Pan S., Chen Z., Wang N.R., Third-order optical
nonlinear properties of amorphous Si r SiO2 superlattices
fabricated by magnetron sputtering, Opt. Commun. 176
(2000) 239-243.

Polloni R., Scremin B.F., Calvelli P., Cattaruzza E.,
Battaglin G., Mattei G., Metal nanoparticlessilica
composites: z-scan determination of non-linear refractive
index , J. Non-Cryst. Solids 322 (2003) 300-305.


http://www.opsi.ir/article-1-40-fa.html
http://www.tcpdf.org

